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Po1.01 &8s edpiti i
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Co0l  LESH

ASTM E1019

N: (0.006 to 0.275) %

HEREA LR BER

C001  THE M

ASTM E1019

JIS G1211-3

JIS G1215-4

C: (0.005 to 1.00) %
S: (0.005 to 0.310) %

WA SE A LM BER

C001  wHESH
ASTM E572

JIS G1256

Si: (0.042 to 3.80) %
Mn: (0.05 to 12.11) %
P: (0.01 to 0.092) %
S: (0.01 to 0.29) %
Cr: (3.00 to 22.47) %
Ni: (1.26 to 24.68) %
Mo: (0.15t02.11) %
Ti: (0.012t0 2.01) %
V: (0.026 to 0.26) %
Cu: (0.072 10 3.3) %
Co: (0.021 to 0.52) %
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C001  mEmH
CNS 10006

ASTM E1086
JI8 G1253
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C: (0.013 to 1.45) %
Si: (0.25 to 2.0) %
Mn: (0.30 to 12.0) %
P: (0.008 to 0.060) %
S: (0.003 to 0.060) %
Cr: (10.00 to 24.5) %
Ni: (0.25 to 24.5) %
Mo: (1.0 to 4.0) %
Ti: (0.1 to 0.45) %
Nb: (0.8 to 1.60) %
V: (0.05 t0 0.95) %
Cu: (0.5 to0 6.00) %
Co: (0.1t0 0.95) %
Sn: (0.01 to 0.111) %
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ASTM E8/E§M

CNS 2111

I1SO 6892-1

JIS 72241
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(110 196) kN
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ASTM E18

JIS 72245

(40 to 100) HRBW
(20 to 65) HRC

(74 to 93) HR15TW
(43 to 83) HR30TW
(13 to 73) HR45TW
(70 to 92) HR15N
(42 to 82) HR30N
(20 to 72) HR45N
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(89 to 600) HV 1
(100 to 600) HV 5
> 600 HV 5

(240 to 600) HV 10
> 600 HV 30

(100 to 600) HV 3
> 600 HV 3
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